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R Chart
for Al_Thickness
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Process Capability Analysis
for Al_Thickness
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Specification limits

Process tolerance

Center = 4163.729
StdDev = 180.1376
Target = 4200
Cp   = 0.925
Cp_k = 0.858
Cpm  = 0.907


