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R Chart
for Oxide_Thickness

Group

G
ro

up
 s

um
m

ar
y 

st
at

is
tic

s

●

●

●

●

●

0
2

4
6

8

1 2 3 4 5

LCL 

UCL

●

●

●

●

●

1 2 3 4 5

10
0

10
4

10
8

Run chart

Group

O
xi

de
_T

hi
ck

ne
ss

●

●

●

●

●

●

●

●

●

●

●

●

●

●

●●

●

●

●

●

Process Capability Analysis
for Oxide_Thickness
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Specification limits

Process tolerance

Center = 103.18
StdDev = 1.632474
Target = 100
Cp   = 2.04
Cp_k = 1.39
Cpm  = 0.933


