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Poly�3-hexylthiophene� �P3HT�-C60 organic photovoltaic devices with interpenetrating
donor-acceptor interfaces were fabricated by oblique thermal deposition of C60 into the P3HT
nanogratings. The uniformity and step coverage of C60 infiltration into the P3HT nanostructures,
which can determine the device performance, were dependent on the C60 evaporation angle. It was
also observed that the C60 deposition rate and thickness determine the efficiency. A 50%
improvement in power conversion efficiency is observed due to the increased exciton dissociation
rate at the larger area P3HT-C60 interface at optimal C60 deposition filling. With the proposed
technique, a highly efficient organic solar cell using an insoluble acceptor has been fabricated. ©

2010 American Vacuum Society. �DOI: 10.1116/1.3517513�
I. INTRODUCTION

In recent years, research in organic solar cells �OSCs� has
been advanced tremendously, driven by the potential for low
cost, large area devices with attractive market perspectives.1,2

One major challenge for OSCs is their relatively low power
conversion efficiency �PCE�, which is limited by the short
exciton diffusion length in the photoactive layer.3,4 Although
the bulk heterojunction �BHJ� architecture of OSCs is devel-
oped to increase the interfacial area between donor-acceptor
components �and thus enhance exciton dissociation� and to
greatly improve the efficiency, it is still inferior to other
types of inorganic solar cells, which limits its commercial-
ization. Finely controlled donor-accepter phase separation,
which is important for charge collection, is difficult to realize
in a BHJ structure and can be responsible for the low PCE. A
higher PCE for OSCs can be expected from nanoimprint
lithography �NIL�, which has emerged as a new technique to
obtain both high charge separation and collection by ordered
and continuously interdigitized active layer morphology,5–7

which is generally not possible using traditional techniques
of spin coating and thermal annealing used in making BHJ
devices. The ordered nanostructures by NIL also give perma-
nent donor-acceptor phase separation and avoid the morpho-
logical degradation observed by others.8 For the nanoim-
printed solar cells to obtain high performance, the complete
infiltration of acceptor materials into the nanostructured do-
nor polymer layer is critical in forming a good and large
junction interface for efficient exciton dissociation, charge
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separation, and collection. Previously, this was not possible
due to either solubility problems or poor contact between
patterned polymeric donor materials and vacuum deposited
acceptor materials. Spin-coating is widely used for solvent-
soluble acceptor, such as 1-�3-methoxycarbonyl�propyl-
1-phenyl�6,6�C61 �PCBM�, but such process is limited by the
availability of orthogonal solvent, material incompatibility,
and spin-coating nonuniformity.

In this work, using oblique deposition, which is used to
obtain conformal thin films with enhanced step coverage on

FIG. 1. �Color online� Schematic of �a� patterning ITO, �b� spin-coating
PEDOT:PSS: D-sorbitol, �c� spin-coat P3HT, �d� nanoimprinting, �e� creat-
ing P3HT nanogratings, �f� thermal evaporating C60, �g� depositing Al, and

�h� oblique thermal evaporation of C60 process.
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patterned surfaces,9 we overcome the present problems for
the fabrication of poly�3-hexylthiophene� �P3HT� /C60 or-
ganic solar cell devices with good infiltration of C60 into the
nanoimprinted P3HT nanogratings, resulting in improved so-
lar cell performance, further realizing the potential of NIL
fabricated OSCs as a candidate for low cost renewable en-
ergy.

II. FABRICATION AND CHARACTERIZATION OF
ORGANIC SOLAR CELLS

Solar cells were fabricated using imprinted P3HT nan-
ogratings in the following structure of indium tin oxide
�ITO�/poly�3,4-ethylenedioxythiophen�:polystyrene sulfonic
acid �PEDOT:PSS� :D-sorbitol /P3HT /C60/Al, as shown in
Figs. 1�a�–1�g�. ITO coated glass substrates were cleaned
stepwise in acetone, toluene, and isopropyl alcohol under

w= 70 nm

p= 70 nmh= 60 nm

f= 20 nm

w= 70 nm

p= 70 nmh= 60 nm

f= 20 nm

FIG. 2. �Color online� Schematic of P3HT grating with width w=70 nm,
height h=60 nm, spacing p=70 nm, and residual layer f =20 nm.

(a) (b)

(c) (d)

FIG. 3. �Color online� SEM images of �a� top view of P3HT nanogratings,
�b� 20 nm C60 deposition on P3HT nanogratings of w=70 nm, p=70 nm,
and h=60 nm �with residual height of Rh=20 nm� from one direction
where only one wall is covered �shown by arrow� �c� from both direction for
complete coverage and �d� cross-section of P3HT nanogratings covered with

C60 and Al.

JVST B - Microelectronics and Nanometer Structures
ultrasonication for 15 min each and subsequently dried by
N2. A thin layer ��20 nm� of PEDOT:PSS �H.C. Starck,
Inc.� mixed with D-sorbitol �Aldrich� was spin-coated onto a
cleaned ITO �Luminescence Technology� surface, which was
prepared by ultraviolet ozone treatment for 5 min. After be-
ing baked at 150 °C for 15 min, 50 nm P3HT �Reike Metal,
Ltd.� dissolved in chlorobenzene was spin-casted on top of
the buffer layer. Nanograting structures of P3HT were
formed by nanoimprinting using the nanolined Si mold ac-
cording to a previously reported method.7 As shown in Figs.
2 and 3�a�, at the height of P3HT gratings h=60 nm, the
interface enhancement factor �IEF� is 1.86 �for grating width
w=70 nm and spacing p=70 nm, IEF= �w+ p+2h� /
�w+ p��, as compared with the planar P3HT layer. After the
formation of nanograting P3HT structures, 40 nm C60 was
thermally evaporated into the P3HT nanostructures at the
rate of 0.5 Å/s at different angles of 5°, 15°, and 30° to study
the device performance dependence on the C60 deposition
angle. To get a complete and uniform coverage, C60 was
evaporated from two opposite directions separately, as shown
in Fig. 1�f�. The scanning electron microscopic �SEM� im-
ages of P3HT gratings coated with C60 from one direction
and both directions are shown in Figs. 3�b� and 3�c�. The
effect of C60 deposition rate on power conversion efficiency
was also studied by depositing 40 nm C60 at 15° at varying
rates of 0.5, 1, and 2 Å/s. The influence of C60 thickness was
studied by fixing the deposition angle at 15° and the rate at
0.5 Å/s but depositing C60 with thicknesses of 20, 40, and 60
nm. Finally, 100 nm Al was thermally evaporated on the C60

coated samples as the cathode, as shown in Fig. 3�d�. Before

TABLE I. Summary of device performances for nanoimprinted solar cells at
different C60 deposition angles.

Voc

�V�
Jsc

�mA /cm2� FF
PCE
�%�

5° 0.31 6.37 0.42 0.83
15° 0.32 9.46 0.45 1.35
30° 0.31 5.92 0.39 0.72
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FIG. 4. I-V characteristics of nanoimprinted solar cells where C60 was de-
posited on P3HT nanograting with oblique angles of 5° �solid�, 15° �dash�,
and 30° �dot�.
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measurement, all devices were annealed at 180 °C for 3 min
in a N2 filled glove box ��0.1 ppm O2 and H2O�. After
annealing, devices were tested in the same glove box using
air mass 1.5 solar simulated light �AM 1.5G� at an intensity
of 100 mW /cm2.

The I-V curves of nanoimprinted devices at different C60

deposition angles are shown in Fig. 4. The open circuit volt-
age �Voc�, short circuit current density �Jsc�, fill factor �FF�,
and PCE of these devices are listed in Table I. In our work,
no visible C60 coverage differences on P3HT gratings are
observed at these three deposition angles in SEM images, but
the device performance is found highly dependent on them.
The reason can be that without heating P3HT during C60

deposition, different deposition angles may lead to different
interfacial contacts of C60 onto P3HT and also different de-
grees of C60 crystallization, which result in various device
performances. Uniformity of C60 or defects may also be
angle dependent. These effects of the deposition angle are
being studied to better understand this phenomenon.

The I-V curves of nanoimprinted devices for C60 depos-
ited at different rates are shown in Fig. 5. The Voc, Jsc, FF,
and PCE of these devices are listed in Table II. The device
made at 0.5 Å/s rate shows a 120% increase in short circuit
current and a 45% increase in fill factor, compared with that
at 2 Å/s. This can be explained by possible defects in C60

induced at high deposition rate during evaporation, which
has been observed by others.10

The I-V curves of nanoimprinted devices for different C60

thicknesses are shown in Fig. 6. The Voc, Jsc, FF, and PCE of
these devices are listed in Table III. The device for 40 nm
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FIG. 5. I-V characteristics of nanoimprinted solar cells where C60 was de-
posited on P3HT nanograting with rates of 0.5 Å/s �solid�, 1 Å/s �dash�, and
2 Å/s �dot�.

TABLE II. Summary of device performances for nanoimprinted solar cells at
different C60 deposition rates.

Voc

�V�
Jsc

�mA /cm2� FF
PCE
�%�

0.5 Å/s 0.32 9.46 0.45 1.35
1 Å/s 0.34 8.12 0.33 0.93
2 Å/s 0.34 4.29 0.31 0.48
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C60 shows the highest short circuit current and fill factor.
This can be explained by the mobility imbalance between
holes and electrons.11 Typically for bilayer devices, the opti-
mal donor and acceptor thicknesses are determined by the
hole and electron mobilities, respectively. In this work, the
residual P3HT thickness f is 20 nm and when C60 is 20 nm,
the acceptor layer is too thin to balance the hole and electron
currents. When C60 is 40 nm, the highest current and fill
factor were obtained because of the matched currents. When
it goes to 60 nm, the current and fill factor decrease due to
high serial resistance of too thick C60.

To prove the positive effect of nanoimprinting, similar
process was used to fabricate planar bilayer unimprinted so-
lar cells. The bilayer devices were composed of 40 nm C60

on 50 nm P3HT. The I-V curves of nanoimprinted and planar
bilayerdevices are shown in Fig. 7. The Voc, Jsc, FF, and PCE
of these devices are listed in Table IV. The solar cell built on
imprinted P3HT gratings shows improved performance �50%
increase in power conversion efficiency, 10% increase in fill
factor, and 36% increase in short circuit current� over the
unimprinted planar one. It is believed that the major reason is
due to the finely controlled interpenetrated morphology with
increased interface, which allows more efficient exciton dis-
sociation and charge transport, as suggested by several theo-
retical studies.12,13 In our work, the increase in PCE is lower
than that in IEF �50% increase in PCE compared with 86%
increase in IEF�, and the reason may be that the feature size
of P3HT grating is larger than the exciton diffusion length
and these are still current losses. Future work will be focused
on how to further increase IEF by increasing the height and

TABLE III. Summary of device performances for nanoimprinted solar cells at
different C60 thicknesses.

Voc

�V�
Jsc

�mA /cm2� FF
PCE
�%�

20 nm 0.34 4.79 0.31 0.51
40 nm 0.32 9.46 0.45 1.35
60 nm 0.34 5.58 0.33 0.63
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FIG. 6. I-V characteristics of nanoimprinted solar cells where C60 was de-
posited on P3HT nanograting with thicknesses of 20 nm �solid�, 40 nm
�dash�, and 60 nm �dot�.
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to improve the exciton dissociation by decreasing the width
of P3HT gratings. The effect of P3HT residual layer thick-
ness will also be studied to further increase the efficiency. At
realistically achievable h=2w and w= p, we expect more
than 200% enhancement of PCE if good filling by C60 or
other acceptor component can be achieved.

III. CONCLUSION

Nanoimprinted P3HT /C60 solar cells are fabricated by
nanoimprinting P3HT nanogratings and their filling by ob-
lique angle thermal deposition of C60. Device efficiency is
highly dependent on the C60 deposition angle, rate, and
thickness. Compared with flat bilayer device, nanoimprinted
one shows 50% increase in power efficiency, which is due to
larger interface in between, resulting in more efficient pho-
togeneration by exciton dissociation on extended interfaces
formed by finely controlled morphology. We expect 200%
PCE enhancement if the height of P3HT gratings can be
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FIG. 7. I-V characteristics of bilayer unimprinted �solid� and nanoimprinted
�dash� solar cells.
twice as their width.
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